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Tuesday March 18, 1997

Ref Number TX97836

POLARIZED LIGHT MICROSCOPY (PLM)

Project 020801 WE8T8ANK ASBESTOS

SAMPLE
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03

APPEARANCE
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SAMPLE
TREATMENT

Fibrous
Homogenftoui

Flbroua
Homoganooua

[ FlbrOu*
Homogeneous

Brown
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« TYPS

I < 1%Chry«Otll«

2% Chry»o»l(e
1%CroclrJOltttt

2% Chrysolite

1%Croc4do(lt»

<1%Chrysotllo

<1%Chrysolta

<1% Chrysolite

FIBROUS % NONFIBROUS

100% Other

98% Other

98% Other

100% Omar

100% Other

100% Other

Comments For all obviously heterogeneous samples easily separated Into subsamplas and for layered sompiss each component Is analyzed separately
Also '# of Layer»* r«f«r« to number Of separable Bubaamples

Arthur Hernandez, Jr,
Analyst 14381 Approved

Signatory

* «»«n Known lo mu» «»b4»0> m I Imill DKCtnlifl* of itmftkl «fitah 06mtln iib.iioi Thp« neg«(W« (H.M r«iu>U c«nooi (10
flu««i«»*d Fdw |rf*t md wp*» »haMW b» i«»i»d wllh »llhir 8EM or TEM ThB ibows I«H upofl r«li(8i only to (h« lt»m» !»»(»(* 'TV1 • —
6nty b* r»p<x«jyc»<l In M nrfth «nit»n »ppfov«i by EM8L Th§ ibov« till muil nol M ui«d by If* ditnt 16 tl»<n prodws »r«Jgt»t
nar <ny »9«fic)' o/ th« yr*W 8i»tf» Oov*mm»nl All WLAP r»porH wKh NVXAP logo murt contt«i »l kti| on* »10n«(vH» lo bi

(b) (6)

lrobinso
Redacted Version


	barcode: *9294296*
	barcodetext: 9458925


